H H 7 (m 7| Certificate No./EE MBS : 230729-FG01KS-0013A3-0001
pOSCO MI" TeSt Certlﬁcate/ dkl-é OA-l Date of Issue/Zr & U} : Sep., 22, 2023

Rqst Tre/%t_n%_?gf : XX (None Post Treatment)

Order No./H|2t#13 : 0156182303 PO No./ZEE# 3 : FVW-GI-TJ005-MAY-1=2308
(23FAW-VW 405KR)
/S_"jﬁ’:?"er POSCO INTERNATIONAL CORPORATION ,Cfgnmod'tv : GALVANIZED STEEL SHEET IN COIL
Customer . £AW_VOLKSWAGEN (TIANJIN) Spec & Type . cR180BH-GI40/40-E
/L ZHAL /4
T/e&s{(!}e{%st ; Plastlc_/l%nsltsotropy i Baked Roughness Roughness Roughness Roughness : Coating Weight
: : Seisiojejele) i Hardening Ra PPC | Wsa | Wa : §)
 Weight | g - LI : g/m
Size/%|%: P/%f’%uﬁf\f é Q}Jﬁgity ak% ' );ﬁ?h’.\l 8| wm o ) L oBH, ) i e L (m @m | zn Zn
: : (ko) > : { (P) i Upper  Lower
0.65x1409xC ;CQUTO1SB 1 16,090 SQ31483 | B | 198 327 42 00 0.2102 1.80 38 1.26 % 0.24 044 | 543 543
*** Sub Total (010) xE 1 16,090 (kg) < Not Welded > i i i 9 i ; P
*** Grade Total *** 1 : 16,090 (kg)
1

*** Grand Total *** £ 16,090 (kg)

=== Last Item ===

We hereby certify that the material herein has been made in accordance with the order and is fully in

* Position - T : Top, M : Middle, B : Bottom
compliance.

* Tensile Test. Direction : Longitudinal, Gauge Length : 80 mm(Rectangular),
YP Method : 0.2 % off-set
* Division - L : Ladle Analysis

Legal sanction can be imposed on forging. Improper use of product can cause safety issues.

Surveyor To : Fark, Junyoun3 E

<PAGE: 1> Chief of material testing section Park, Junyoung

POSCO Gwangyang Works, 20-26, Pokposarang-gil, Gwangyang-si, Jeollanam-do, 57807, Korea
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pOSCO Mill TeSt Cerhﬁcate/?:'Ml'é n°=|A_| Certificate No./Z3 @M S : 230729-FG01KS-0013A3-0001

Date of Issue/& & LA} : Sep., 22, 2023

) (@10 e Tre/a%tn%_?gf : XX (None Post Treatment)
Order No./A|2f#H % : 0156182303 PO No./FE2#35 : FVW-GI-TJ005-MAY-1=2308 -
(23FAW-VW 405KR)
/S_,F‘jﬁ’:ﬁ",'{fr : POSCO INTERNATIONAL CORPORATION %ﬁg}modﬂv : GALVANIZED STEEL SHEET IN COIL
- o
Customer . £AW_VOLKSWAGEN (TIANJIN) Spec & Type . cR180BH-GI40/40-E
/A /4
Chemical Composition/3+ & A&
=)
Product No. | =. s
INZHS & C Si Mn P S Sol-Al
35

(%) (%) (%) (%) (%) (%)

CQUT015B L [ 0.0016 0024 0122 00175 0.0100 0.030
*** Sub Total (010)[** 1 16,090 (kg) < Not Welded >
“** Grade Totjl 1 16,090 (kg)
*** Grand Totdl *** 1 16,090 (kg)

=== Last Item ===

We hereby certify that the material herein has been made in accordance with the order and is fully in
compliance.

Legal sanction can be imposed on forging. Improper use of product can cause safety issues.

Surveyor To :

Fark. JW\youn3 [w]

Chief of material testing section

POSCO

Gwangyang Works, 20-26, Pokposarang-gil, Gwangyang-si, Jeollanam-do, 57807, Korea <PAGE:2>

Park, Junyoung
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